
EG7070 -14A

ex ter ior

■ T i t anium
■ Sapphire  Glass
■ ECOPE T
■ Polyes ter
■ Polycarbonate
■ Diamond

■ High-alloy  s teel
■ Steel
■ Copper
■ Copper  alloy
■ Nickel  alloy
■ Polycarbonate
■ Polyace tal　　
■ Polymer  composi te
■ Nickel
■ Gold
■ Rechargable  bat ter y
■ Solar  cell
■ O ther s

m o v e m e n t  G 6 2 0

High - a l l o y  S t e e l S t e e l Copp e r  A l l o y

I r o n

N i c k e l

C a r b o n

S i l i c o n

M a n g a n e s e

P h o s p h o r u s

S u l f u r

C h r o m i u m

C o p p e r

L e a d

%

27.89157
3.68215
0.035107
0.120173
0.236295
0.005401
0.003916
2.596543
0.00135
0.012962

Cob a l t

Copp e r

I r on

Z i c on ium

C ar b on

S i l i c on

Mangane s e

Pho spho r u s

N i c k e l

L e ad

%

0.146
0.009
0.000
0.0130
6.415
0.0021
0.021
0.017
0.033
0.002

Copp e r

O the r s

%

3.164
0.391

"Others" means substances which are not disclosed 
by  the suppliers by  reason of  secrets and so on.   In 
t he  "O the r s " ,  w e  hav e  confirmed  a c co r d ing  t o  
informat ion f rom the  supplier s  that  there  are  no  
substances exceeded the thresholds recognized as 
hazardous and/or  the relevant  regulations such as  
EU RoHS Directive and REACH Regulation.

N i c k e l  A l l o y

N i c k e l

O the r s

%
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0.198
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