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High-alloy steel Sielell Copper Alloy
| % % | %
Nickel '  4.063 Cobalt 0.146 Copper | 19.230
Copper 0.132 Copper |  0.009 Lead ! 0.152
Iron | 21.343 Nickel |  0.000 Tin 1 0.074
Carbon |  0.026 Lead | 0.013 Phosphorus:  0.007
Silicon 0.065 Iron 6.415 Zinc L 9774
Manganese 0.126 Zinc 1 0.002 Beryllium 0.001
Phosphorus:  0.004 Carbon 0.021 Iron ! 0.000
Sulfur 0.003 Silicon ! 0.017 Nickel 0.225
Chromium 1.554 Manganese ! 0.033 Manganese ! 0.090
Lead ! 0.012 Phosphorus 0.002 Others | 0.018
Sulfur 0.001
Chromium | 0.711 Nickel Alloy
Aluminum | 0.000 | %
Nickel 1.314
Iron ! 0.198
Cobalt 0.027
Manganese ' 0.001
Others | 1.402






